
Specification: REVIEWED 11-FEB-2008______________________________________________________________________________

Quality Control Results

Analytical Test    Specification Limit
Method No. Characteristic Lower Upper Value Unit Status

Addendum 00         PASS OR FAIL        Pass         - P
REVISION NUMBER     2.0                 Pass         - P

G01101 ACID VALUE BS684    0.00 5.00      0.63      mg KOH/g P
G01401 SAPONIFICATION VALUE 35.00 43.00     35.84     mg KOH/g P

BS684               
G04402 PH (3% DISPERSION)  6.00 7.50      6.65      P
G20401 SOLIDS CONTENT (2   69 71        71        % P

HOURS AT 105 DEG C) 
G30001 APPEARANCE (CLARITY) CLEAR TO HAZY       Pass         - P
G30001 APPEARANCE (FORM)   LIQUID              Pass         - P
G30100 ODOUR               MILD                Pass         - P

This Product has been manufactured and tested to GMP in accordance with
EXCiPACT

______________________________________________________________________________

Batch Status:  Pass
The quality tests on this batch are reported above. The tests carried out are those necessary to demonstrate
compliance with our product specification and are not intended to guarantee the product as suitable for any application
beyond those contained in the specification. We recommend you perform your own quality and or identification checks
on receipt

The name printed at the end of this document is an electronic signature.

Customer details

Batch Details
Product Name: CROTHIX LIQUID-LQ-(RB)
Product Code: CB03374/0060/P03
Batch No: 0001079673

Date of test: 14.04.2016
Date of manufacture: 11.04.2016
Retest date: 11.04.2018

Certificate prepared at

Croda Europe Limited
Rawcliffe Bridge
Goole DN14 8PN
East Yorkshire
United Kingdom

Certificate of Analysis

A quality management system registered to the international standard
ISO 9001 was used to manufacture and test this material.
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Customer Ref.
Inspection Lot 040000690870
C of A Printed. 11.05.2016
Croda Order No.
Croda Del. No.
Quantity.             0.000
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Confirmed by

Dawn Robinson   
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